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Test Type: Tensile Test & Slippage Test    

Sample Type: J-Bolt 

 

Tensile Test Results 

Sample 

No. 

Sample 

Type 

 

Yield Load  

(kN) 

Ultimate 
Load 

(kN) 

Yield  
Stress 

(MPa) 

Ultimate  

Stress 

(MPa) 

Elongation 

(%) 

 

1 

 

J- Bolt 

(25.0 mm) 
278.0 441.0 566.34 898.40 12.5 

 

Slippage Test Results 

Sample 

No. 
Sample Type 

Diameter of 

Bolt (mm) 

Maximum Load 

Applied (kN) 
Remarks 

1 J – Bolt  25 263.5 Sample Fails  at this Load  

 
Note: Please always confirm the results on web www.uet-civil.edu.pk 

 

 

 


